
A fluid stream (28) is discharged along a workpiece surface (14) toward a
boss (12) thereof to form a boundary layer (30) atop the surface. A steam
of pliant shot (34) is scrubbed across the boss for selectively abrading
target material therefrom while the boundary layer protects the surface
from abrasion.    


