
Title: ACRYLIC MATERIAL  Abstract: An acrylic material which is flame
retardant comprises 4.9 to 94.9% by wt of an acrylic composition, 5-95% by
wt of a halogen-containing polymer, especially PVC, and 0.-25% by wt of an
inorganic composition comprising at least one of an oxide, hydroxide,
carbonate, borate, stearate, chloride or bromide, zinc, magnesium,
molybdenum, antimony, ahuninium, tin,  cappes, manganese, cobalt or iron. 


