
An antimicrobial film-forming  composition  which  provides antimicrobial
effectiveness to the skin, comprising ethyl alcohol, carboxylated
polyacrylates, a cross  linking agent, an adhesion promoting agent which
can include a secondary solvent and  an emollient, an active antimicrobial
agent which can be either iodine or povidone  iodine, a pluronic polyol and
optionally, water. This composition prevents degradation  of iodine in the
composition and is easily removable from the skin.    


