
One object of the present invention is to provide a
perpendicular magnetic recording medium having a high
coercive force by annealing, and in order to achieve
the object, the present invention provides a method
for manufacturing a perpendicular magnetic recording
medium comprising a magnetic recording layer deposited
on a non-magnetic substrate, in which at least a
magnetic layer containing Co and a diffusive layer are
stacked each other, and the stacked layers are
annealed to produce a magnetic recording layer. 




