
A laminated board comprising an intermediate  layer and two surface layers
formed thereon, in which  board the intermediate layer comprises a central
layer  made of a nonwoven glass fiber fabric impregnated with a  resin
composition containing a thermosetting resin and an  inorganic filler and
upper and lower layers formed on the  central layer, each being made of
said resin composition  containing a thermosetting resin and an inorganic
filler,  and the two surface layers formed on the intermediate  layer are
made of a thermosetting resin-impregnated fiber  substrate; and a process
for production of the laminated  board.    


