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being cooled forms the gas and the light crude oil; next guide the gas in step 2 into
the gas manager and to guide the light crude oil into the crude oil manager for the
usage as the chemical intermediate or to be distillated into the gas oil, the diesel oil
or the fuel oil. Besides, the plastic junk could be put into the cracking furnace to
high-temperature cracking with the oil sludges as the fuel of indirect heating the

cracking furnace to increase the yield of the light crude oil.



