
Disclosed are radiation curable putty compositions that include (a) a
radiation curable material, (b) a radiation cure initiator, and (c) a
filler comprising a polymer, such as a polymer that is transparent to
ultraviolet radiation. Also disclosed are methods for refinishing a coated
substrate utilizing such putty compositions, and articles coated with such
putty compositions. 


