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Delay In Cure vs. % Additive

1500 ).’f"“~»
1000 )r"’ ‘\\\\\“~ ‘\\\\\“‘~
5001‘/‘/' ‘\\\\\“~ e

0.00% 050% 1.00% 1.50% 2.00% 250% 3.00% 3.50%
% Additive

Time, Sec

—-@— G',G" Crossover=ill= Inflection Point

FIG. 3A

SUBSTITUTE SHEET (RULE 26)



FIG. 4A

FIG. 4B

SHEET (RULE 26)



PCT/US13/65977 30-12-2013

WO 2014/066268 PCT/US2013/065977
5/6
GRAPH A
Cure Reaction Half Life vs.
Temperature
45
40 ‘\\
g 3 s
2 30 X
E 25 S
g 20 \ S
2 15 A AR
© N >
T 10 S < S~T
5 ~—— — S
0 T ~|_——_-|_ —___I_—_= _______ 1
350 370 390 410 430 450
Temperature, C
— Untreated Polymer + XLinker
— — Untreated Polymer + XLinker + Lithium Acetate
-—-- Debrominated Polymer + XLinker + Lithium Acetate

FIG. 5

SUBSTITUTE SHEET (RULE 26)



PCT/US13/65977 30-12-2013

WO 2014/066268

6/6

GRAPH B

PCT/US2013/065977

Cure Half Life@ 380C

35.0

29.3

30.0

25.0

20.0

15.0

HalfLife, Minutes

10.0

3.1

5.0

0.1

0.0

Untreated Polymer
+ XLinker and
Lithium Acetate

Untreated Polymer
+ XLinker

Debrominated
Polymner + XLinker
+ Lithium Acetate

FIG. 6

SUBSTITUTE SHEET (RULE 26)




