
The present invention provides inter alia copper electroplating
compositions, methods for use of the compositions and products formed by
the compositions. Electroplating compositions of the invention contain an
increased brightener concentration that can provide effective copper plate
on difficult-to-plate aperture walls, including high aspect ratio, small
diameter microvias.    


