
Disclosed is a method of preparing a fluorescent polymer, whereby an
ethylenically unsaturated monomer is copolymerized with a polynuclear
aromatic hydrocarbon or a substituted aromatic derivative thereof, such
that the resultant polymer is fluorescent. Also disclosed are coating
compositions containing such fluorescent polymers.    


