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MICROCHIP AND METHOD FOR MANUFACTURING THE SAME 

ABSTRACT 

There is provided a microchip including a plurality of substrate layers, and 

bonding layers provided at boundary surfaces between the substrate layers and 

configured to include a silicon compound. 	At least one of the bonding layers is 

configured to include an organic silicon compound. 
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