
The invention relates to ethylene/a-olefin
compositions containing at least one ethylene/a-olefin
random interpolymer and at least one polydiene
diol-based polyurethane, and where the at least one
ethylene/a-olefin interpolymer has a PRR from -6 to
75, and a density less than, or equal to, 0.93 g/cc. 


