
The present invention relates to a process for enzymatic hydrolysis of
cyclic oligomers of poly(ethylene terephthalate), which process comprises
subjecting the cyclic oligomer to the action of one or more lipolytic
and/or biopolyester hydrolytic enzyme(s).    


