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FIG.2



providing a first electrode layer

/5110

providing a substrate layer positioned on the first electrode layer,
the substrate layer is a first conductive type
and has a first doping concentration

/8120

providing an epitaxy layer positioned on the substrate layer
and comprising a first surface far from the substrate layer,
the epitaxy layer is the first conductive type
and has a second doping concentration

/8130

providing a plurality of well regions of a second conductive type,
the well regions are disposed by extending from the first surface
into the epitaxy laver and orthographic projections thereof
on the first surface are spaced from each other

/8140

providing a second electrode layer, comprising first metal layers,
each disposed between adjacent two of the well regions on the first
surface and forms a Schottky contact with the epitaxy layer,
wherein the Schottky contact has variable barrier height

/8150

FIG.3



