
A composition comprises a first polymeric material having a melt viscosity
of 0.15 kNsm2 or less and liquid crystal polymer. The first polymeric
material is preferably a polyaryletherketone . A composite material which
comprises high levels of fillers in combination with the aforementioned
composition is also described. 


