G CONTAI NER MADE OF POLYESTER RESIN  ABSTRACT
an contai ner made of a polyester resin, forned by
stretch-blo provided. A top portion of a bottom face is forned
to have a- Iarge -thickness to inpart a resistance to heat deformation.
A peri pher he bottomface is forned to have a wall thickness
that is grgmumum&"" %ed fromthe top gé)rtlon toward an arc groundi ng
edge aroun face. out er i pheral wall of the. bottom
portion-is st r e nol ded_ from i nsi de of t he groundi ng edge so as to have
a wall thickness as sane as that of the body portion to attain a heat

resi stance. HHYeTimsd deTAef BACKE i er al
wal | of the bottom face is fornei(}@iddﬁldts}gra tirlt surface%\% %ﬁﬁé&gﬁﬁ@ted
upwardly in consideration of an amount of expandi ng deformation a of the
grounding edge due to heating and | oading. By formng the bottomface in
consi deration of a deformation anount_ of the grounding edge of the bottom
face of the container due to heating ing of contents, it is

possi ble to keep the | evel ness of the grounding edge even after the
heating. Figure 1
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Aheat—resistantpackagingcontainermadeofapolyesterresin,
formed by stretch-blowmolding isprovided. Atopportioncfabottom
face is formed to have a large wall thickness to impart a resistance
to heat deformation. Aperipheral wall of the bottom face is formed
to have a wall thickness that is gradually reduced from the top
portion toward an arc grounding edge around the bottom féce.fon
outer peripheral wall of the bottom portion is stretch molded from
inside of the grounding edge so as to have a wall thickness as same
as that of the body portion to attain a heat resistance. The J.nslde
of the grounding. edge connecting to the peripheral wall of the botton
face is formed into a tilt surface which is oriented upwardly in
considerationofanamountofexpandingdeformationaofthegrounding
edge due tg heating.and loading. By forming the bottom face in
consideration of a deformation amount of the grounding edge of the
bottom face of the container due to heating and loading of contents,
i1t is possible to keep the levelness of the grounding edge even

after the heating.

Figure 1




