
Each lateral waist region of a disposable garment in  the form of a diaper
1 at least partially 13 comprises a pair  of breathable nonwoven fabrics
21, 22 being extendible  circumferentially of the diaper but normally under
no tension  and elastically stretchable hot melt adhesive 23 applied on
respective inner surfaces of the nonwoven fabrics 21, 22 so  as to extend
continuously in the circumferential direction  but intermittently in the
vertical direction, wherein the  adhesive 23 is applied with no tension on
the nonwoven  fabrics 21, 22.    


