
A method and apparatus for making stretchable absorbent diaper articles. An
absorbent material is provided and entangled with a stretchable material to
form a stretchable network incorporating the absorbent material. In one
embodiment a plurality of foam absorbent material particulates are drawn or
accelerated by gravity, vacuum or forced air through a stream of a
meltblown adhesive that contacts and entangles the particulates and forms a
stretchable network incorporting the particulates.    


