
A process forpolymerizing oxiranes, oxetanes, oxepanes, dioxolanes,
trioxanes, and tetrahydrofurans to their respective polymers by contacting
them with a selected metal compound and an accelerator which is a selected
vinyl ester or a seleted phosphorous compounds.    


