Polishing Pad with Foundation Layer and Polishing Surface Layer

ABSTRACT

Polishing pads with foundation layers and polishing surface layers are
described. In an example, a polishing pad for polishing a substrate includes a
foundation layer. A polishing surface layer is bonded to the foundation layer.
Methods of fabricating polishing pads with a polishing surface layer bonded to a

foundation layer are also described.
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