
1 / 9 
 

 

 

 

A substrate is provided

A semiconductor layer is formed on the substrate

P-type doping is performed on the semiconductor layer, so as to 
transform the semiconductor layer into an initial mask layer

S101

A first patterning treatment is performed on the initial mask layer to 
form a mask layer having an opening

A second patterning treatment is performed on the substrate by 
taking the mask layer as a mask and using an etching process, an 
etching rate of the substrate is greater than an etching rate of the 

mask layer during the etching process
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