
Abstract        There is provided a mouldable composition for use in
manufacturing a sintered metal or ceramic object, the composition
comprising a metal or ceramic powder, a cross- linkable thermoplastic
polymer and an amount of a cross-linking agent effective to cross- link the
thermoplastic polymer at an elevated temperature. There is also provided a
process for manufacturing a sintered metal or ceramic object using such a
mouldable composition.    


