
The invention provides radiation-cured adhesive compositions which maintain
adhesion to polycarbonate surfaces.   The adhesive compositions comprise a
monomeric acrylic or methacrylic acid ester, a copolymerizable reinforcing
monomer, a copolymerizing macromonomer and a photoinitiator.    


