
A method of making a thin film transistor comprises
(a) solution depositing a dispersion comprising
semiconducting metal oxide nanoparticles onto a
substrate, (b) sintering the nanoparticles to form a
semiconductor layer, and (c) optionally subjecting the
resulting semiconductor layer to post-deposition
processing. 


