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ABSTRACT 

 

 Provided is a polycarbonate resin composition, including: a 

polycarbonate resin (A) containing a polycarbonate- 

polyorganosiloxane copolymer (A-1) having a specific structure; 

a copolymer (B) having constituent units derived from acrylonitrile 

and styrene, and being free of a constituent unit derived from methyl 

methacrylate; a copolymer (C) having constituent units derived from 

butadiene and methyl methacrylate; and a flame retardant (D), the 

resin composition satisfying a predetermined expression (a). 


