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WIRE ROPE FOR ELEVATOR DEVICE AND ELEVATOR DEVICE USING THE 

WIRE ROPE 

ABSTRACT OF THE DISCLOSURE 

 The wire rope of the present invention, which is f ormed 

by twisting a plurality of strands, each of which i s made by 5 

twisting a plurality of steel wires, around a rope core of fibers, 

includes a mixed oil containing both a base oil con taining at 

least one compound represented by General Formula ( 1) and a 

viscosity modifying agent having an average molecul ar weight 

of 1,000 to 100,000. 10 

General Formula (1) 

 

(Wherein, n represents an integer of 0 to 4.  Each of X, X', 

and X'' independently represents a monocyclic hydro carbon or 

a cyclic hydrocarbon having a bridged structure; ea ch of R and 15 

R' independently represents a direct bond or a C 1-C 3 alkylene 

group; and Q represents a hydrogen atom, a C 1-C 3 alkylene group, 

or a cyclic hydrocarbon.  Each of X, X', X'', R, R' , and Q may 

independently have a C 1-C 3 alkyl group or a cyclic hydrocarbon 

in its side chain.) 20 

Fig. 1 


