
A composition and method of making a strength enchanced composition are
described.  The composition comprises zinc oxide, silica and colloidal
oxide solution. The colloidal oxide solution is utilized as a binding agent
to provide a strength enhanced absorbent composition that can be utilized
in an absorption process for the purpose of removing sulfur contaminants
from fluid streams.    


