
Polypropylene is used as a component of a  lubricant/release agent
composition in diecasting of  metals, with the composition containing the
polypropylene  finely dispersed in a liquid carrier, for example in an
aqueous emulsion; and, a process of diecasting metal parts  using said
composition.    


