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(54) Title: METHOD FOR PRODUCING LAYERS

(54) Bezeichnung: VERFAHREN ZUR HERSTELLUNG VON BESCHICHTUNGEN

(57) Abstract: The invention relates to a method for coating a surface. According to said method, a coating substance having a vis-
€f) cosity of < 100 Pa.s, measured at 25 °C, is applied to a surface to be coated and left to harden. The inventive method is characterised
W0 in that, during the application of the coating substance, a gas flow is guided over the surface to be coated by means of at least one

mobile overpressure ventilation device.

(57) Zusammenfassung: Die vorliegende Erfindung betrifft ein Verfahren zur Beschichtung einer Fldche, wobei man eine Be-
schichtungsmasse mit einer Viskositit < 100 Pa.s, gemessen bei 25 °C, auf eine zu beschichtende Fléche auftriigt und aushérten lésst.
Dabei zeichnet sich das Verfahren dadurch aus, dass man wihrend dem Auftragen der Beschichtungsmasse mittels mindestens einer
mobilen Uberdruckbeliiftungsvorrichtung einen Gasstrom iiber die zu beschichtende Fliche leitet.



