
An optical film includes an optical substrate and an
adhesive first surface disposed on the optical
substrate. The adhesive includes siloxane moieties at
a siloxane-rich 



second surface of the adhesive. The adhesive increases
adhesion when placed in contact with a second
substrate over time. Optical film methods are also
disclosed. 


