
A flexible carrier tape for storage and delivery of components by an
advancement mechanism, comprises a strip portion, a plurality of aligned
pockets spaced along the strip portion for carrying the components, a layer
of a static dissipative acrylic polymer on the strip portion, and a cover
releasably, adhesively bonded to the strip portion and covering the
plurality of pockets. The acrylic polymer may also be used to reduce the
temperature at which the cover is bonded to the strip portion.    


