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100

Impregnate a support with water to form an impregnated support (101)

A

Cool the impregnated support (101) to about -5°C or less to form a cooled support
(103), wherein the impregnated support contains absorbed water in an amount from
about 3 to about 10 mmol of water per one gram of support

A

Combine the cooled support (103) with a hydrocarbyl aluminum in the presence of an
aliphatic solvent to form a slurry (105)

A 4

Heat the slurry (105) in the presence of excess TMA to form a supported alumoxane
precursor (107)

A 4

Distill the aliphatic solvent and hydrocarbyl aluminum from the alumoxane precursor
(107) to yield a supported alumoxane (109)

A 4

Introduce a precatalyst to the supported alumoxane (109) to form a catalyst system
(111)
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