
A vinyl chloride resin composition having an improved impact resistance
with a good transparency that the vinyl chloride resin itself possesses
originally; which comprises (A) a graft copolymer prepared by (i )  adding
a  water-soluble  electrolyte  to  a  butadiene polymer (a) (ii) adding a
monomer mixture (b) containing mainly  an  aromatic  vinyl  monomer  to
polymerize,  (iii ) adding a monomer mixture (c) containing mainly an alkyl
methacrylate to polymerize and (iv), when desired, adding a monomer mixture
(d) containing mainly an aromatic vinyl monomer.    


