
Embodiments of the invention include bioactive agent eluting devices. In an
embodiment the invention includes a bioactive agent delivery device
including a substrate, a hydrophilic polymer disposed on the substrate, and
a substantially amorphous bioactive agent disposed on the surface of the
hydrophilic polymer. In an embodiment, the invention includes a method of
making a bioactive agent delivery device including depositing a hydrophilic
polymer on a substrate forming a hydrophilic surface and depositing a
substantially amorphous bioactive agent on the hydrophilic surface. In an
embodiment, the invention includes a bioactive agent-eluting catheter
including a catheter shaft and an expandable balloon disposed on the
catheter shaft. Other embodiments are included herein. 


