
The invention provides an unsupported catalyst composition which comprises
one or more Group VIb metals, one or more Group VIII metals, one or more
zeolites, and, optionally, a refractory oxide material. A (co)precipitation
preparation process is described and also use of the composition in
hydrocracking. 


