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Apply paint to surface, and allow to

dry

A 4

Direct infra-red light onto the paint

Monitor for light emitted by the

paint

If no light is emitted, indicate that
the paint fails the authentication
check

If light is emitted, compare the
detected light to an expected
emission spectrum

If the detected light does not
substantially match the expected
emission spectrum shape, indicate
that the paint fails the authentication
check

If the detected light intensity does
not exceed the expected emission
spectrum intensity, indicate that the
paint fails the authentication check

If the detected light matches or
substantially matches the expected
emission spectrum shape, compare the
detected light intensity to the expected
emission spectrum intensity

A 4
If the detected light matches or
substantially matches or exceeds the
expected emission spectrum intensity,
indicate that the paint passes the
authentication check




