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Receiving a desired alloy composition for the
object

l

Depositing a plurality of foil sheets in a stack to
form the object

706
Applying heat to the stack at a first temperature F
to bond the plurality of foil sheets to each other

Applying heat to the stack at a second temperature
to homogenize the composition of the stack
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Bringing the foil sheets up
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