
The invention provides a polishing composition comprising (a) silica, (b)
one or more compounds that increase the removal rate of silicon, (c) one or
more tetraalkylammonium salts, and (d) water, wherein the polishing
composition has a pH of 7 to 11. The invention further provides a method of
polishing a substrate with the polishing composition. 


