
A process for electrochemically stripping a coating from  an airfoil that
includes immersing the airfoil in the  electrochemical acid bath for a
sufficient period of time to  remove the coating from the airfoil while
maintaining a  controlled absolute electrical potential with respect to a
reference electrode or a controlled electrical current  density on the
airfoil surface.    


