
Compositions are disclosed that are processable into capstocks having a
reduced gloss appearance, high impact strength and superior weatherability.
The capstocks described herein are especially useful for extrusion into
articles. They are also useful for application to various poor weathering
structural plastic articles for preparing multilayered composites having
improved weatherability. Methods for manufacturing structural plastic
capstocks and composites and articles produced therefrom having reduced
gloss appearance are also described.    


