
IMPROVED MOLECULAR SIEVE  CONTAINING HYDRODEWAXING CATALYSTS   Abstract   A
catalyst composition containing a medium pore molecular sieve having
deposited  thereon an active metal oxide and at least one hydrogenation
metal selected from the  Group VIII and Group VIB metals for use in
hydrodewaxing lube oil boiling range  feedstreams.  Figure: None 




