
An oriented multilayer film which comprises: (a) at least one layer
comprising an olefin polymer such as isotactic polypropylene, and (b) a
barrier layer adjacent layer (a) comprising a syndiotactic polypropylene
homopolymer and at least 10% of a wax material such as polyethylene wax
having a molecular weight in the range of 300-800 and a melting point
between 52-72 deg. C.    


