
In order to provide a fire-resistant door frame (2) or a kit of parts
assemblable to make such a frame, a water- containing composition
comprising cement and/or gypsum with a lightweight particulate aggregate
and/or a fibrous aggregate is cast, set and hardened to make the frame or
components therefor. The profile may have chamfered edges (6) or a backing
piece (8) for keying to a wall.    


