
An epoxy resin composition prepared from a dihydroxydiphenyl-cycloalkane
compound to form a diglycidyl ether of dihydroxydiphenyl cycloalkane
compound which may be useful for making various products including, for
example, powder coatings, composites and electrical laminates. 


