
The invention relates to absorbent cores having high amounts of
superabsorbent polymer material which are immobilized by adhesive. The
absorbent cores have reduced peak force when subjected to the Laminate
Compression Extension Test Method and also exhibit reduced delamination
upon swelling of the superabsorbent polymer material. 


