
A polymer polyol composition having dispersed polymer particles in a
continuous phase which includes at least one polyether natural oil based
polyol comprising at least two natural oil moieties separated by at least
one of a molecular structure having an average of at least about 19 ether
groups between any 2 of the natural oil moieties and a polyether molecular
structure having an equivalent weight of at least about 400. The polymer
polyol composition may be used in forming polyurethane foams. 


