
A static resistant polycarbonate composition is provided 5  comprising a
polycarbonate, at least one mold release agent, and at     least one
antistatic agent . The disclosed composition optionally     comprises a
heat stabilizer. Static resistant compact disks are molded     from the
polycarbonate composition.    


