
An actuator element for a micro electromechanical device comprises a
movable arm formed at least in part from a titanium-aluminium nitride
composition. This composition has a relatively high oxidation temperature,
thus allowing a high temperature to be generated in the actuator element
over a short period of time. In one embodiment, the actuator element forms
part of a thermal bend actuator in an ink jet device.    


