
The invention provides a method to prepare at least part of at least one
surface of a substrate comprising; depositing on said surface at least one
plasma monomer wherein during deposition of said monomer, means are
provided which move the monomer source across a surface to be treated to
manufacture a non-uniform plasma polymer surface. 


