
A METHOD OF REMOVING A COATING  ABSTRACT A method of removing at least a
part of a thermal sprayed wear resistant coating on a  gas turbine engine
part includes grinding the thermal sprayed wear resistant coating with a
superabrasive grinding wheel.  


